
 
 

This Report cancels and supersedes the Report Nº.: 90502/00590/20 dated Bilbao, 18th June 2020 issued by SGS Española de Control – Bilbao. 
 
 
WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was(were) drawn and / or provided by the Client or by a third party acting at the 
Client’s direction. The Findings constitute no warranty of the sample’s representativeness of any goods and strictly relate to the sample(s). The Company accepts no liability 
with regard to the origin or source from which the sample(s) is/are said to be extracted.  
 

This document is issued by the Company under its General Conditions of Service accessible at http://www.sgs.com/terms_and_conditions.htm.  Attention is drawn to the 
limitation of liability, indemnification and jurisdiction issues defined therein. 
Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s 
instructions, if any.  The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and 
obligations under the transaction documents. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may 
be prosecuted to the fullest extent of the law. Except by special arrangement, samples, if drawn, will not be retained by the Company for more than three months 
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REPORTE Nº.: 90502/00590/20 (Rev.1) 

 
 
REQUIRENTE : SGS HUELVA 
 
MATERIAL : MINERAL DE HIERRO 
 
IDENTIFICACION :  M1 (HM2000970.001) a M4 (HM2000970.004)    
 
OBJETO : ANÁLISIS 
 

 
ENSAYO 
 
 

Con fecha del 17 de Junio de 2020, hemos recibido cuatro (4) muestras identificadas 
como mineral de hierro para su ensayo, enviadas por SGS HUELVA. 
   
Efectuado su ensayo, se obtienen los siguientes resultados: 
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M1 2,78 1,20 <0,10 62,4 0,022 2,50 <0,10 0,037 9,82 18,6 0,31 <0,5 0,18 
M2 2,02 <0,10 <0,10 67,1  <0,010 0,68 <0,10 0,053 2,28 24,3 0,29 <0,5 0,15 

M3 4,23 2,13 <0,10 65,2 0,033 1,90 <0,10 0,70 8,80 12,4 0,24 <0,5 0,89 
M4 2,99 1,60 <0,10 54,8  <0,010 4,32 <0,10 0,12 21,8 9,84 0,31 1,53 0,038 

 

 
Análisis realizados según procedimientos: 90502-XRF79V//PE-S-905-LABE-300 & PHY01K//XRF72V 

 
 
 
 
 
 
Las muestras recibidas permanecerán en nuestra reserva por 30 días a disposición del 
cliente. 

 

 

 
Bilbao, 22 de Junio de 2020 
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